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THE FOLLOWING MERCHANDISE WAS(WERE) SUBMITTED AND IDENTIFIED BY THE CLlENT AS 

Prod皿山旦旦旦;

llem No.lLo!. No.: 

A四监重坦旦L
Samole Received 

E国皿旦篮里二
主些tM盟国虽

Nanocomposite Material 
JM-TTA01 
JM Material Technology Inc 
2014/0万10

2014/02/13 
JIS Z2801 

工望日王坚业;

TEST BACTERIA : Pseudomonsa aeruginosa ATCC 9027 

Test Group CFU/cm2 LOG Antibacterial activity (R) 

A 2.4x10 ' 4.38 

B 2.0x10 6 6.30 2.96 

C 2 .2x 丁 0 3 3.34 

NOTE 

1. A : Untreated test piece at "0" hr, bacteria counts should be at 6 . 2叫 03 to 2 . 5叫 0' CFU/cm2 

2. B : Untreated test piece at "24" hrs 

3. C : Antibacterial test piece at "24" hrs 

4. Antibacterial activity (R)= Clog(B/C) ) ; R shall be > 2 for Antibacterial effectiveness 

5. If "Untreated test piece" can't be prepared , "Blank" may be used 

6. The report is in vain if it is pa叶Iy reproduced or used 
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